CERTIFICATION OF ANALYSIS

HELLA GmbH & Co. KGaA

Rixbecker Stralle 75, 59552 Lippstadt/Germany Product XVANCE GP 6000 PLUS 0W30 PAO

Certification Of Analysis

Test Item Test Method Spec. Results

CHE d4 SO AIH Hu g2 X Cc&B
2UE(15C), kg/m ASTM D 287 Report 843.7
HE(100°C), mii/s ASTM D 445 9.3~125 10.43
= X ASTM D 2270 85 Min. 180
¢lel®(C.0.C,TC) ASTM D 92 190 Min. 220
f3/(TC) ASTM D 97 -36 Max. -48
ZH7| ME(-35C), Pa.S ASTM D 5293 6.2 Max. 5.30
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